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XRF Test Results
Minserv (Mineral Services)

7 Somerset Court Leopold, Victoria 3224

Client: 
Date: 01 March 2018
Test Time: 35s
Instrument: EXF7200
Method: Quantitative Calibrated Standards 
Sample #: 213
Sample Type: 24K Gold Sheet
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