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LIBS Test Results
Minserv (Mineral Services)

7 Somerset Court Leopold  VIC  3224
Ph: 0420813792

Client: 
Date: 12 January 2018
Instrument: LIBS Spectrometer
Sample #: 1
Sample Type: Mineral Specimen Sample
Analyzed by LIBS for elements Li to U Qualitative
Name: Albite

Element Detected Not Detected Major Minor
Li
Be

Na
Mg
Al
Si

Cl

Ca
Sc
Ti

Cr
Mn
Fe
Co
Ni
Cu
Zn
Ga
Ge
As
Se
Br
Rb
Sr

Zr
Nb
Mo
Tc
Ru
Rh
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✘
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Pd
Ag
Cd
In
Sn
Sb
Te
Ba
La
Ce
Pr
Nd
Pm
Sm
Eu
Gd
Tb
Dy
Ho
Er
Tm
Yb
Lu
Hf
Ta

Re
Os
Ir
Pt
Au
Hg
Tl
Pb
Bi
Th
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