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Mineral Test Results
Minserv (Mineral Services)

7 Somerset Court, Leopold, Victoria 3224
Radioactivity Report

Sample 572
Date: 16 June, 2017
Test Type: Gamma Spectrometry
Instrument:NaI (Tl) Scintilation Detector 50x50
Sample Type: Clay House Bricks
Test Time: 11h21m
Activity: 203cps
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